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Abstract 

Based on the related characteristics of optical waveguide and flexible optical materials, a flexible and stretchable 
optical waveguide structure oriented to tactile perception is proposed. The sensing principle of optical waveguide is 
based on mechanical deformation caused by output light loss. It overcomes the shortcomings of traditional optical 
waveguide devices, which are unable to conform to irregular surface. The flexible and stretchable optical waveguide 
is fabricated with nanoreplica molding method, and it has been applied to the measurement of pressure and strain in 
the field of tactile sensing. The flexible and stretchable optical waveguide had a strain detection range of 0 to 12.5%, 
and the external force detection range is from 0 to 23 × 10–3 N.
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Introduction
Optical waveguide is a structure that guides the trans-
mission of light wave [1–4]. Conventional rigid optical 
waveguides cannot match the requirements of flexible 
electronics and soft robotics [5–7]. Flexible and stretch-
able devices will be an important part for robotic tac-
tile sensing system, which can realize the perception of 
human–machine interaction, and has a high degree of 
flexibility, stretchability, adaptability, sensitivity, biocom-
patibility, and immune to electromagnetic interference 
[8–12]. Wang et al. fabricated a bioinspired flexible pres-
sure sensors based on Ti3C2/MC biocomposite film with 
a pressure sensitivity of 24.63  kPa−1, and silk Fibroin-
MXene film also had been used as pressure sensor with 
biocompatibility and high-performance [13, 14]. Ran 
et al. fabricated a flexible biomimetic Infrared (IR) detec-
tion amplification system for high-contrast imaging of IR 
light, and the peak photosensitivity can reach to 7.6 × 104 
under the wavelength of 1342 nm [15]. The flexible and 
stretchable optical waveguide based on nanograting 
structure can be fabricated into tactile sensing devices 

with flexibility and stretchability, and it has an exten-
sive application in the area of wearable electronics and 
robotics. Li et  al. fabricated a flexible waveguide device 
based on bendable chalcogenide glass, and a multi-neu-
ral-axis theory was used to optimize the strain distribu-
tion [16]. Also, the glass waveguide had been designed 
in serpentine shape, with a stretchability of 42% tensile 
strain. Besides novel flexible optical materials, many 
state-of-the-art fabrication technologies have been used 
in flexible and stretchable waveguide fabrication [17, 18]. 
Samusjew et  al. fabricated a photopolymerization flex-
ible and stretchable optical waveguide by inkjet printing, 
and the waveguide had a stretchability of 120% [19]. To 
achieve flexibility and stretchability of optical waveguide 
devices based on nanograting structures, new soft mate-
rials with optical transparency are needed as the corner-
stones. Nowadays, new materials used to make flexible 
and stretchable photon sensing devices have been con-
tinuously developed [11, 20]. They have several com-
mon characteristics, including transparency, flexibility, 
and stretchability. These new optical soft materials can 
be divided into the following categories: elastomers, col-
loidal crystals, hydrogels and synthetic opals [21–23]. 
With the gradually development of flexible and stretch-
able optical waveguide devices based on flexible optical 
materials and micro-/nanomanufacturing technologies, 
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the application of flexible and stretchable optical wave-
guide in tactile perception, wearable electronics and 
personal health diagnosis has been gradually expanded. 
Andreas et al. used polystyrene polymer as the covering 
layer and fluorinated polymer as the transmission layer to 
prepare ultra-high stretchability and elastoplastic optical 
waveguide sensing devices, the tensile strength of which 
can exceed 300% [24]. Alexander et al. used holographic 
technology and UV template curing method to prepare 
flexible diffraction grating light on PDMS material mixed 
with benzophenone photosensitive molecules [25]. 
Although many researchers have implemented flexible or 
stretchable optical waveguide, there are few research pro-
gresses of the flexible and stretchable optical waveguide, 
especially in the area of robotic tactile sensing.

In this paper, a novel flexible and stretchable opti-
cal waveguide has been designed and fabricated with 
nanoreplica molding process. The flexible and stretchable 
optical waveguide is an important tactile sensing device 
and can be used to realize pressure and strain sensing for 
wearable and healthcare applications. The flexible and 
stretchable waveguide was fabricated on silicon master 
wafer, with PDMS as its substrate. A nanograting mas-
ter wafer was used to create grating structures on optical 
waveguide as in/out couplers. All the related parameters 
have been analyzed and calculated during the fabrication 
process. The fabricated flexible and stretchable optical 
waveguide has been applied to the measurement of pres-
sure and strain in the field of tactile sensing.

Methods
Principle of the flexible and stretchable waveguide
For a flexible and stretchable optical waveguide sensor, 
the refractive index of the guided layer is nwaveguide and 
the ambient environment refractive index coefficient of 
the waveguide is nexternal, which satisfies the following 
relationship:

In this paper, PDMS is selected as the optical wave-
guide layer, and its refractive index coefficient is 1.41, 
which is higher than the air refractive index coefficient 
1.0, so it can be used as a simple optical waveguide. The 
realization of tactile sensing requires that the flexible 
and stretchable optical waveguide based on tactile sens-
ing can detect different physical parameters (pressure, 
strain, etc.) of ambient environment. When the flex-
ible and stretchable optical waveguide sensing device is 
affected by the external environment, the output light 
power intensity is intrinsically related to the mechanical 
disturbance caused by stress or strain. According to the 
variation on the output light intensity, the deformation of 
flexible and stretchable optical waveguide caused by the 

(1)nwaveguide > nexternal

external environmental force can be established. By cal-
culating the change of output light intensity, the external 
physical variations can be measured quantitatively.

The schematic diagram of flexible and stretchable 
optical waveguide sensing device, as shown in Fig.  1a. 
The part of flexible and stretchable optical waveguide 
includes: 1, Flexible and stretchable optical waveguide 
film; 2, Periodic nanograting depth; 3, Length of optical 
waveguide; 4 Nanograting period; 5, Nanograting width; 
6, Grating coupled input, 7, Grating coupled output. The 
grating coupling of the flexible and stretchable optical 
waveguide is composed of the part 6-grating coupling 
area and part 7-grating coupling area to input and out-
put light intensity. The sensing of the optical waveguide 
is performed by the flexible stretchable optical waveguide 
with external physical quantities (pressure, strain, etc.) to 
obtain the corresponding relationship between the out-
put light intensity and the changes in external physical 
quantities, as shown in Fig. 1b.

When a beam of light wave is coupled into the optical 
waveguide from the grating coupler at a certain angle, it 
transmits a distance of L in the optical waveguide, and 
then is coupled out through the output grating coupler. 
It is assumed that the output light intensity is I0. When 
the flexible and stretchable optical waveguide structure 
is deformed by applied external pressure F or strain S, 
its corresponding light intensity variation of the optical 
waveguide output is ΔI0, so the relationship between the 
output light intensity and pressure is:

The relationship between the light intensity variation 
and applied strain is:

Simulation result and analysis
The flexible and stretchable optical waveguide struc-
ture material is a soft material with flexibility and 

(2)�I0 = f (F)

(3)�I0 = f (S)

Fig. 1  a Pressure and strain sensing principle, b Schematic of the 
flexible and stretchable optical waveguide
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stretchability. When the flexible stretchable optical 
waveguide performs tactile sensing, the device may 
be damaged or not work properly due to the stress set 
during the deforming process. Therefore, when manu-
facturing flexible and stretchable optical waveguide 
devices, it is necessary to perform static simulations 
on photonic crystal structures prepared with different 
materials, and analyze the distribution of internal stress 
and strain in the structure when it is subjected to exter-
nal force to produce tensile deformation. ABAQUS 
software was used for finite element simulation. The 
model parameters were established as follows: grating 
period 850 nm, duty cycle 0.5, material thickness 2 mm, 
grating height 200 microns, Young’s modulus is 1 MPa, 
Poisson’s ratio is 0.48, and the density of PDMS is set to 
0.98 g/ cm3. The load is defined as the tensile displace-
ment applied to both sides of the optical waveguide, 
and the other directions are fixed, which means that 
the device is stretched by 10% in the horizontal direc-
tion. The stress–strain modal distribution diagram of 
the PDMS optical waveguide is shown in Fig. 2. It can 

be seen from Fig.  2a that the morphological changes 
of strain are mainly distributed in the lower part of the 
grating layer structure, and the strain is distributed 
symmetrically and more uniformly on both sides. The 
stress concentration is mainly in the part where the 
grating and the block structures are connected, and the 
maximum stress are less than 0.13  MPa, as shown in 
Fig. 2b. The mechanical simulation analysis shows that 
the grating structure waveguide based on PDMS has 
very good tensile properties and the simulation experi-
ment supports the stability of the strain sensing func-
tion of the flexible and stretchable optical waveguide 
structure.

The sensing principle of the flexible optical wave-
guide tactile sensor is that when light is coupled into 
the optical waveguide and transmitted, light transmis-
sion loss occurs due to external stress and strain, and 
the purpose of stress and strain sensing is achieved by 
calculating the loss. Therefore, for the designed optical 
waveguide device based on the nanograting structure, 
electric field simulation is required to verify the trans-
mission state of light in the optical waveguide. In the 
electromagnetic simulation experiment, FDTD electro-
magnetic simulation software is used for analysis and 
design. Since the designed optical waveguide is a sym-
metrical structure, the grating coupler at either end are 
selected as the research object. The duty cycle of the 
grating is 0.5, the period of the grating is, and the height 
of the grating is. Its basic structure is shown in Fig. 3a. 
When a Gaussian red light beams is coupled into the 
optical waveguide at an incident angle of 13.54 degrees, 
most of the white light beam can be coupled into the 
optical waveguide and propagate along the horizontal 
direction of the optical waveguide. The experiment ver-
ified that when the beam enters the optical waveguide 
at a certain angle of incidence, the beam can partially 
propagate in the optical waveguide and be coupled out, 
as shown in Fig. 3b.

Fig. 2  Finite element simulation of the flexible and stretchable 
waveguide: a Elastic strain; b Stress

Fig. 3  a Simulation structure of the light coupling process, b electromagnetic distribution of the in coupling light
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Fabrication
The input and output mode of flexible and stretchable 
optical waveguide is grating coupling, which is fabri-
cated by nanoreplica molding with Si master grating 
template. The flexible optical materials that can be used 
for flexible and stretchable optical waveguide fabrication 
include PDMS, SU8, PMMA and bendable chalcogenide 
glass. The fabrication process of flexible and stretchable 
waveguide is as follows: (1) Master wafer template. The 
nanograting template has a grating period of 850  nm, 
fill factor 0.5 (LightSmyth Technologies, Inc.). (2) Sur-
face modification. The prepared silicon wafer template 
was placed in hydrophobic silane and soaked for 15 min. 
Then, it was cleaned with IPA and dried with nitrogen 
gas, so as to change the surface properties of Si grating 
template (from hydrophilic to hydrophobic). (3) Sacrifi-
cial layer. The Polyvinyl Alcohol (PVA) solution (concen-
tration 10%) was spinning coated on 4′’ Si wafer, and then 
dried at 75 0C for 30 min. (4) Template of grating wave-
guide. Two 855 nm Si grating were placed on top of the 
PVA sacrificial layer. Ensure that the orientation of the 
two grating templates is the same and the gratings face 
up, and the relative distance between the templates. (5) 
Coating uncured PDMS. Mixing uncured PDMS and 
curing agent with ratio 10:1. Then, the uncured PDMS 
is stirred to mix evenly. After that, the mixture is placed 
in a vacuum box and degassed for 10  min. Finally, the 
uncured PDMS is spin coated on the grating waveguide 
template. (6) Stripping PDMS based waveguide. Placing 
the optical waveguide that solidified on PVA in water 
and bathing for 10  h to dissolve PVA. Taking out the 
flexible and stretchable optical waveguide and peeling 
waveguide off from silicon grating templates, as shown 
in Fig.  4. The size of the flexible and stretchable optical 
waveguide structure designed in this paper is adjustable. 
In subsequent applications, researchers can adjust the 
structural size of the optical waveguide based on their 

requirements. The flexible and stretchable optical wave-
guide can be adjusted mainly from the following two 
aspects: (1) reduce the size of the Si template; (2) reduce 
the distance of the grating transmission layer. Through 
the above two methods, the size of the flexible and 
stretchable optical waveguide can be adaptively designed 
and manufactured according to the packaging needs.

The nanograting structure is made by large-scale copy-
ing and molding. The selected silicon grating template 
has a period of 850  nm, a duty cycle of 0.5, and a grat-
ing height of 200  nm, as shown in Fig.  5a. The quality 
of nanograting morphology determines the coupling 
efficiency of input and output light. The AFM image of 
nanogratings based on replica molding is as shown in 
Fig. 5b. It can be seen from the figure that the nanograt-
ing structure can be transferred from the silicon grating 
template to the PDMS substrate with a good consist-
ency. It can be concluded that the nanoreplica molding 
method selected can meet the requirements of flexible 
and stretchable optical waveguide fabrication.

Results and discussion
Sensing platform
In order to measure the stress and strain for tactile sens-
ing with flexible and stretchable waveguide, a flexible 
tactile sensing platform was built. The whole flexible and 
stretchable optical waveguide experimental platform is 
shown in Fig. 6a, mainly includes the following process: 
(1) Incident light source. A laser point with wavelength 
located at 632.8 nm is selected as incident light. (2) Light 
source position and posture adjustment device. It is a 
mechanical device used to fix the position of incident 
light source and adjust its incident angle in real time. (3) 
Tensile measurement device. The tensile measurement 
device composed of Vernier Caliper and non-standard 
fixed parts, which can be used to accurately measure the 
initial length of flexible and stretchable optical waveguide 

Fig. 4  Nanoreplica molding fabrication process of the flexible and stretchable optical waveguide sensor
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and the corresponding stretching length variation in 
the experiment. (4) Photodetector. The photodetector 
PM100D (Thorlabs, Inc.) has a light intensity detection 
range of 500nW to 500mW. In this experimental plat-
form, the photodetector is used to detect the output light 
intensity variation on the flexible and stretchable PDMS 
based optical waveguide, and the related pressure and 
strain can be calculated based on the change amount of 
output light intensity. This tactile sensing experimen-
tal platform is low cost, compatible and can be used to 
detect pressure and strain for tactile sensing. The strain 
precision can reach to 0.1%, with the precision of the 
Vernier Caliper is 0.02 mm. At the same time, the pho-
todetector is used to detect the variation of the output 
light intensity, and the resolution of photodiode probe 
is 10 PW. The flexible and stretchable optical waveguide 
fabricated by nanoreplica molding is shown in Fig. 6. The 
colorful square area is the input and output part of the 
flexible and stretchable optical waveguide, and the trans-
parent area in the middle area is the light transmission 
area. The colorful effect is generated by light diffraction 
on the grating surface. The flexible stretchable optical 

waveguide is shown in Fig.  6b, the colored area is the 
input and output port of the flexible stretchable optical 
waveguide, and the middle transparent area is the trans-
mission area of the optical waveguide. The color image of 
the grating coupling input and output port is caused by 
the diffraction of light on the grating surface.

Tactile sensing experiments
In tactile sensing, pressure and strain are two physical 
quantities that are often involved in robotic tactile sen-
sors when interact with external environment. Real-time 
and accurate perception of pressure and strain can enable 
robots precisely capture the degree of mechanical defor-
mation in interaction with external objects, so as to facili-
tate subsequent optimal feedback operation.

The testing method for the flexible and stretchable 
optical waveguide is as follows: (1) A stable light beam 
is used to incident into the waveguide transmission layer 
of the flexible and stretchable optical waveguide through 
the coupling grating at a fixed angle. At the other end of 
the optical waveguide device, a photodetector is used to 
gather the output light from the output grating coupler. 

Fig. 5  AFM images of nanogratings: a Si nanograting template, b nanoreplica molding gratings on PDMS

Fig. 6  a The tactile sensing platform, b Nanograting based flexible and stretchable optical waveguide
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(2) When an external force is applied to the flexible and 
stretchable optical waveguide, the structure of the opti-
cal waveguide will change, which leads the attenuation 
of the output light intensity. By analyzing the attenuation 
of the light intensity, the external force can be accurately 
measured. (3) When an external strain is applied to the 
flexible and stretchable optical waveguide, the strain can 
also be accurately measured according to the variation 
on the output light intensity. The pressure test for flex-
ible and stretchable optical waveguide was carried out. In 
this experiment, the flexible and stretchable optical wave-
guide is fixed by two sliding heads of Vernier Calipers, 
and a 632.8 nm laser sources are tuned to couple into the 
input grating port at an optimal angle. The position of the 
optimal angle is related to the maximum power received 
by the power meter at the output end of the grating. In 
the middle region of the flexible and stretchable optical 
waveguide, a pressure meter is used to gradually apply 
pressure on it, and the corresponding data of the pres-
sure value and the light intensity are recorded.

The experimental results are shown in Fig. 7a. Accord-
ing to the figure, the output light intensity of the optical 
waveguide decreases as the applied pressure increased, 
and there is a linear correlation between the pressure 
change and the output coupling light intensity. The pres-
sure sensing range of the flexible and stretchable optical 
waveguide is 0 to 25 × 10–3 N.

The strain sensing experiment of flexible and stretch-
able optical waveguide is carried out by stretching mech-
anism with scale. Firstly, the flexible and stretchable 
waveguide is prestretched to avoid bending due to grav-
ity, so that it is in horizontal state, and its initial length L0 
is recorded by the vernier caliper. Then, the flexible and 
stretchable optical waveguide is stretched by the clamp-
ing mechanism at both ends of the vernier caliper, and 

the length after stretching are recorded as L, then the 
corresponding strain S can be calculated as:

The experimental results of strain sensing based on 
flexible and stretchable optical waveguide are shown in 
the figure. According to the figure, with the increase of 
applied strain, the output optical intensity of the flexible 
and stretchable optical waveguide decreased gradually. 
Moreover, the optical power decreased as applied strain 
increasing, and there is a linear correlation between 
them. Meanwhile, the strain sensing range of flexible and 
stretchable optical waveguide is 0 to 12.5%, with a strain 
precision of 0.1%, as shown in Fig. 7b.

The sensing system can be divided into two parts: the 
flexible and stretchable optical waveguide and the light 
detector (which is the PM100D digital power meter). 
Since the delay of light transmitted in the PDMS based 
optical sensor is really low and can be ignored, the 
response and recover speed mainly depend on the light 
detector. And the response rate of the power meter in 
our detection system is 25 Hz. So, the response time of 
the flexible and stretchable optical waveguide sensor is 
40 ms. The cycle stability of the flexible and stretchable 
optical sensor is investigated by loading and unloading 
the applied strain and pressure. In the case of a certain 
applied load, we count the number of stretches through 
repeated experiments. And, the result shows it can be 
stretched for more than 3000 times with stability. Fur-
thermore, if the PDMS material is mixed with PAAm 
(Polyacrylamide), the material survives over 30,000 cycles 
of load [26].

Nowadays, there are some challenges for fabricat-
ing flexible and stretchable optical devices. The main 

(4)S =

L− L0

L0

Fig. 7  The flexible and stretchable optical waveguide sensing experiments: a pressure vs. light intensity loss response graph, b strain vs. light 
intensity loss response graph
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reason is that transparent and flexible optical materi-
als which can be used for stretching is really limited. 
Another reason is that novel fabrication technologies, 
which can be used to realize rapid prototyping and fab-
rication of micro and nanostructures based on flexible 
optical materials, need to be developed. The flexible 
and stretchable optical waveguide is an original design, 
the waveguide loss will be increased with PDMS as the 
core layer of the waveguide. Recently, some flexible 
optical materials have been proposed [21, 27–30]. Wan 
et al. fabricated a flexible photonic paper with cellulose 
nanocrystals and waterborne polyurethane latex [31]. 
The optical waveguide structure can be improved with 
these related flexible optical materials in the future.

Conclusion
In summary, flexible and stretchable waveguides are 
suitable for applications in the field of tactile sensing, 
healthcare and flexible electronics. The flexible and 
stretchable optical waveguide is fabricated on the flex-
ible optical materials with silicon grating template, and 
the nanograting structure can be transferred to the 
flexible optical material by nanoreplica molding. The 
fabricated flexible and stretchable optical waveguide 
has the advantages of rapid prototyping, low cost and 
easy to fabricate. The fabrication technology of flexible 
and stretchable optical waveguide had been studied, 
and the optimal fabrication technology was developed 
by the combination of sacrificial layer preparation pro-
cess, silicon grating template preparation, hydrophobic 
treatment and flexible material preparation technology. 
The flexible and stretchable optical waveguide had a 
strain detection range of 0 to 12.5%, and the external 
force detection range is 0 to 23 × 10–3  N. Flexible and 
stretchable optical waveguide based sensing devices 
have the characteristics of flexibility, stretchability and 
easy to conform to curved surface, when compared 
with conventional rigid optical waveguides. The flex-
ible optical material used in this device is PDMS, which 
can be used to improve the tensile properties of flex-
ible and stretchable optical waveguide up to more than 
50%. The device can give full play to the stretchability 
and flexibility of the flexible stretchable optical wave-
guide, and accurately measure the change in the output 
optical power intensity of the optical waveguide caused 
by changes in external physical quantities (pressure, 
strain, etc.).
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Domain; PDMS: Polydimethylsiloxane.

Acknowledgements
The authors acknowledge the support from Flexible Electronics Research 
Center of HUST (Huazhong University of Science and Technology) and HUST 
Analytical & Testing Center for providing experiment facility.

Authors’ contributions
WP has made substantial contributions to design, simulation and fabrica-
tion of the flexible and stretchable optical waveguide sensor. WP and HS 
have participated in the critical discussion of the contents and drafting of 
the manuscript for publication. WP and QXL have revised the manuscript. All 
authors read and approved the final manuscript.

Funding
The authors are grateful to the financial support from Research Startup 
Project for New Teachers (2662020GXQD001), the National Natural Science 
Foundation of China (51805194), China Postdoctoral Science Foundation 
(2017M622411), and Hubei province postdoctoral Foundation (2017G13).

Availability of data and materials
All data are fully available without restriction.

Competing interests
The authors declare that they have no competing interests.

Author details
1 College of Engineering, Huazhong Agricultural University, Wuhan 430070, 
China. 2 School of Mechanical Science and Engineering, Huazhong University 
of Science and Technology, Wuhan 430074, China. 3 School of Mechanical 
and Electronic Engineering, Wuhan University of Technology, Wuhan 430070, 
China. 

Received: 14 December 2020   Accepted: 21 January 2021

References
	1.	 Luo S et al. Graphene-based optical modulators. Nanoscale Res Lett 10.1 

(2015): 1–11.
	2.	 Alù A, Engheta N (2010) Wireless at the nanoscale: optical interconnects 

using matched nanoantennas. Phys Rev Lett 104(21):213902
	3.	 Liu B, et al. Red-emissive organic crystals of a single-benzene molecule: 

elastically bendable and flexible optical waveguide. J Phys Chem 
Lett 10.7 (2019): 1437–1442.

	4.	 Dong J et al. Nanoscale vertical arrays of gold nanorods by self-assembly: 
physical mechanism and application. Nanoscale Res Lett 14.1 (2019): 118.

	5.	 Gao W et al. Flexible electronics toward wearable sensing. Acc Chem 
Res 52.3 (2019): 523–533.

	6.	 Cianchetti M et al. Biomedical applications of soft robotics. Nat Rev Mater 
3.6 (2018): 143–153.

	7.	 Luo X et al. A tunable dual-band and polarization-insensitive coherent 
perfect absorber based on double-layers graphene hybrid waveguide. 
Nanoscale Res Lett 14.1 (2019): 337.

	8.	 Peng W et al. CMOS-Compatible fabrication for photonic crystal-based 
nanofluidic structure. Nanoscale Res Lett 12.1 (2017): 103.

	9.	 Leydecker T et al. Flexible non-volatile optical memory thin-film transistor 
device with over 256 distinct levels based on an organic bicomponent 
blend. Nat Nanotechnol 11.9 (2016): 769–75.

	10.	 Yi F-S et al. "Plasmonic ultrathin metal grid electrode induced optical out-
coupling enhancement in flexible organic light-emitting device. Organ 
Electron 87(2020): 105960.

	11.	 Zhang H et al. Biologically inspired flexible photonic films for efficient 
passive radiative cooling. Proc Natl Acad Sci 117.26 (2020): 14657–14666.

	12.	 Peng W, Chen Y, Ai Wu (2017) Higher-order mode photonic crystal based 
nanofluidic sensor. Opt Commun 382:105–112

	13.	 Wang, Kang, et al. "Bioinspired interlocked structure-induced high 
deformability for two-dimensional titanium carbide (MXene)/natural 
microcapsule-based flexible pressure sensors." ACS nano 13.8 (2019): 
9139–9147.



Page 8 of 8Peng et al. Nanoscale Res Lett           (2021) 16:23 

	14.	 Wang D et al. Biomimetic, biocompatible and robust silk Fibroin-MXene 
film with stable 3D cross-link structure for flexible pressure sensors. Nano 
Energy 78 (2020): 105252.

	15.	 Ran W et al. An integrated flexible all‐nanowire infrared sensing system 
with record photosensitivity. Adv Mater 32.16 (2020): 1908419.

	16.	 Li L,LinH,Michon J,Huang Y,Li J,Du Q,Yadav A, Richardson K, Gu T, Hu J. Int 
J Appl Glass Sci. 2017, 8, 61.

	17.	 Peng W et al. A nanofluidic biosensor based on nanoreplica molding 
photonic crystal. Nanoscale Res Lett 11.1 (2016): 1–10.

	18.	 Nazemi H et al. Advanced micro-and nano-gas sensor technology: a 
review. Sensors 19.6 (2019): 1285.

	19.	 Samusjew A, Kratzer M, Moser A, Teichert C, Krawczyk KK, Griesser T. ACS 
Appl. Mater. Interfaces 2017, 9, 4941.

	20.	 Gao Z et al. Flexible photonic topological insulator. Adv Opt Mater 6.17 
(2018): 1800532.

	21.	 Cai S et al. Review on flexible photonics/electronics integrated devices 
and fabrication strategy. Sci China Inf Sci 61.6 (2018): 060410.

	22.	 Zheng H, Ravaine S (2016) Bottom-up assembly and applications of 
photonic materials. Crystals 6(5):54

	23.	 Li L et al. A new twist on glass: a brittle material enabling flexible inte-
grated photonics. Int J Appl Glass Sci 8.1 (2017): 61–68.

	24.	 Leber A, Cholst B, Sandt J, et al. Stretchable thermoplastic elastomer opti-
cal fibers for sensing of extreme deformations. Adv Funct Mater. 2018: 
1802629.

	25.	 Ryabchun A, Wegener M, Gritsai Y et al (2016) Novel effective approach 
for the fabrication of PDMS-based elastic volume gratings. Adv Opt Mater 
4(1):169–176

	26.	 Xiang C. et al. Stretchable and fatigue-resistant materials. Mater Today 34 
(2020): 7–16.

	27.	 Annadhasan M. et al. Next‐generation organic photonics: the emer-
gence of flexible crystal optical waveguides. Adv Opt Mater 8.21 (2020): 
2000959.

	28.	 Zhang R, Wang Q, Zheng Xu (2018) Flexible mechanochromic photonic 
crystals: routes to visual sensors and their mechanical properties. J Mater 
Chem C 6(13):3182–3199

	29.	 Peng W, Hao Wu (2019) Flexible and stretchable photonic sensors based 
on modulation of light transmission. Adv Opt Mater 7(12):1900329

	30.	 Missinne J et al. Thin and flexible polymer photonic sensor foils for moni-
toring composite structures. Adv Eng Mater 20.6 (2018): 1701127.

	31.	 Wan H et al. Rapidly responsive and flexible chiral nematic cellulose 
nanocrystal composites as multifunctional rewritable photonic papers 
with eco-friendly inks. ACS Appl Mater Interfaces 10.6 (2018): 5918–5925.

Publisher’s Note
Springer Nature remains neutral with regard to jurisdictional claims in pub-
lished maps and institutional affiliations.


	A nanograting-based flexible and stretchable waveguide for tactile sensing
	Abstract 
	Introduction
	Methods
	Principle of the flexible and stretchable waveguide
	Simulation result and analysis

	Fabrication
	Results and discussion
	Sensing platform
	Tactile sensing experiments

	Conclusion
	Acknowledgements
	References


